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We have investigated the charge dynamics of VO2 by optical reflectivity measurements. Optical conductivity
clearly shows a metal-insulator transition. In the metallic phase, a broad Drude-like structure is observed. On
the other hand, in the insulating phase, a broad peak structure around 1.3 eV is observed. It is found that this
broad structure observed in the insulating phase shows a temperature dependence. We attribute this to the
electron-phonon interaction as in the photoemission spectra.
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I. INTRODUCTION

The metal-insulator transition �MIT� is one of the most
interesting phenomena in the strongly correlated electron
systems.1 VO2 is well known for its first-order metal-
insulator transition at 340 K,2 which is accompanied by a
structural transition. In the high temperature metallic phase it
has a rutile structure, while in the low temperature insulating
phase �M1 phase� the V atoms dimerize along the c axis and
the dimers twist, resulting in a monoclinic structure. The
magnetic susceptibility changes from paramagnetic to non-
magnetic in going from the metallic to the insulating phase.
Hence, this transition is analogous to a Peierls transition. In
the early stages of the study for the MIT in VO2, Good-
enough explained the MIT based on a simplified band
model.3 The V 3d t2g level is split into the d� and �* sublev-
els due to the tetragonal crystal field. The �* bands are hy-
bridized with the O 2p� bands and are pushed upward. The
d� band is rather weakly hybridized with the O 2p band and
has the lowest energy among the V 3d bands. In the metallic
phase, the �* and d� bands overlap and are partially filled. In
the insulating phase, the �* bands are shifted upward and the
d� band is split into two subbands. As a result, the �* bands
become empty and the lower d� subband is completely
filled.4 However, this picture was criticized that only with the
lattice distortion the optical gap of 0.6 eV �Ref. 5� cannot be
reproduced and the importance of electron correlation effects
was pointed out based on the cluster calculations.6 Zylbersz-
tejn and Mott claimed that while the insulating phase cannot
be described correctly without taking into account of the
electron correlation effect, for the metallic phase of VO2,
the screening effect of the �* bands on the d� bands is
important.7

On the basis of the local-density approximation band-
structure calculation, Wentzcovitch et al.8 concluded that the
insulating phase of VO2 is an ordinary band �Peierls� insula-
tor. On the other hand, Cr-doped VO2 or pure VO2 under
uniaxial pressure in the �110� direction of the rutile structure
has another monoclinic insulating phase called the M2 phase.
In the M2 phase, half of the V atoms form pairs and the other
half form zigzag chains.9 While the V atoms in the pairs are
nonmagnetic, those in the zigzag chains have local moments

and are regarded as one-dimensional Heisenberg chains ac-
cording to a NMR study.10 Based on these observations for
the M2 phase, Rice et al.11 objected to the work of Wentzco-
vitch et al. that the M2 phase is a Mott-Hubbard insulator and
the M1 phase also must be classified as a Mott-Hubbard in-
sulator. More recently, several theoretical studies have been
reported for the MIT of VO2.12–15 However, it still remains
highly controversial whether the MIT of VO2 is driven by
the electron-phonon interaction �resulting in a Peierls insula-
tor� or the electron-electron interaction �resulting in a Mott
insulator�.

To address this issue, both of the electron-electron and
electron-phonon interaction effects should be further investi-
gated. In a recent photoemission study, it is concluded that
while the electron-electron interaction is necessary to pro-
duce the band gap in the insulating phase, the electron-
phonon interaction is important to fully understand the elec-
tronic structure and charge transport in VO2.16 To further
understand how these effects are related to the charge trans-
port, it is important to investigate the detailed charge dynam-
ics of VO2. So far, several optical measurements have been
reported for VO2 using bulk samples5,17,18 and thin film
samples.18,19 However, spectroscopic measurements are dif-
ficult for the metallic phase of VO2 with the bulk crystals
because the crystals break into pieces when they cross the
MIT.20 On the other hand, with the thin films, it is difficult to
deduce the optical constants precisely from optical measure-
ments because multiple reflections between the film and the
substrate should be taken into account.

In this work, we report the optical conductivity of VO2 at
various temperatures deduced from the optical reflectivity
measurements of TiO2 substrates and VO2 thin films grown
on the TiO2 substrate. It is observed that a broad Drude-like
component in the metallic phase transfers to the higher en-
ergies around 1.3 eV in the insulating phase. We have also
found that the structure around 1.3 eV in the insulating phase
shows a temperature dependence similar to the photoemis-
sion spectra and we considered that this is another evidence
for the strong electron-phonon interaction.

II. EXPERIMENT

VO2 thin films were epitaxially grown on TiO2�001� sur-
faces using the pulsed laser deposition technique as de-

PHYSICAL REVIEW B 73, 165116 �2006�

1098-0121/2006/73�16�/165116�5�/$23.00 ©2006 The American Physical Society165116-1

http://dx.doi.org/10.1103/PhysRevB.73.165116


scribed in Ref. 21. The film thickness was �100 Å, esti-
mated by four-cycle x-ray diffraction measurements and the
MIT was confirmed by electrical resistivity measurements
�Fig. 1�, showing a jump of about three orders of magnitude
around 290 K ��TMI�. This reduced MIT temperature of the
films is due to the compressive strain from the TiO2
substrate.21

Near-normal incidence optical reflectivity measurements
were performed using a Fourier-type interferometer
�0.006–1.2 eV� and a grating spectrometer �0.8–6.8 eV�
from 5 to 350 K. Because VO2 films have been epitaxially
grown on the TiO2 �001� surface, polarization of the incident
light is perpendicular to the c axis of the Rutile structure
�E�c�. As a reference mirror, we used an evaporated Au
film for the infrared regions and Ag film for the visible re-
gion. The experimental error of the reflectivity is less than
0.5% for the far- and near-IR regions and less than 1.0% for
the mid-IR, visible, and ultraviolet regions. A detailed proce-
dure to deduce optical constants of VO2 from the reflectivity
is described below.

The normal incidence complex reflectivity of the two
layer system can be written as

r̂��� = �R���ei����

=
r̂0f + r̂ fse

2i�f + r̂0fr̂ fsr̂s0e2i�s + r̂s0e2i��f+�s�

1 + r̂0fr̂ fse
2i�f + r̂ fsr̂s0e2i�s + r̂0fr̂s0e2i��f+�s�

, �1�

where

r̂0f = ��nf + ikf� − 1�/��nf + ikf� + 1� ,

r̂ fs = ��ns + iks� − �nf + ikf��/��ns + iks� + �nf + ikf�� ,

r̂s0 = �1 − �ns + iks��/�1 + �nf + ikf�� ,

� f = 2�i�nf + ikf�df/� ,

and

�s = 2�i�ns + iks�ds/� .

nf ,kf ,df ,ns ,ks, and ds are the refractive index, the extinction
coefficient, and the film thickness of the film and the sub-
strate, respectively, and � is the wavelength of the incident
light.

First, we have measured the reflectivity of the TiO2 sub-
strates at various temperatures, and then obtained optical
constants ns and ks using Kramers-Kronig �KK� transforma-
tion. For the extrapolation to perform KK transformation, we
have assumed a constant value below 0.006 eV and a power-
law behavior ���−	 ,0
	
4� above 6.8 eV. The value of 	
was adjusted so that the obtained optical constants repro-
duced the reported values22 at 300 K.23 Next, we have mea-
sured the reflectivity R��� of the VO2/TiO2 thin films as
shown in Fig. 2 and deduced the phase shift ���� using the
KK transformation. We have adopted a same assumption
with the TiO2 substrate for the extrapolation. At last, we have
obtained the optical constants nf and kf by numerically solv-
ing the equations obtained from the real and imaginary parts
of Eq. �1� multiplied by the denominator on the right-hand
side. When solving the equations, we have neglected the
terms proportional to sin�2�nsds /�� and cos�2�nsds /��. Be-
cause the substrate thickness ds�0.5 mm is much larger than
the wavelength � and is not uniform in the scale of �, these
terms can be replaced with their mean value zero.24

III. RESULTS AND DISCUSSION

Figure 3 shows the optical conductivity spectra of VO2 at
various temperatures. The MIT is clearly observed as a spec-
tral weight transfer of the broad Drude-like structure above
TMI to the Gaussian-like peak structure around 1.3 eV below
TMI. The structure around 1.3 eV can be assigned as a Mott-
Hubbard excitation, while an intense peak around 3.8 eV,
which is observed both above and below TMI, can be as-

FIG. 1. Electrical resistivity � of the VO2/TiO2 �001� thin film.
A jump of about three orders of magnitude has been observed
around 290 K.

FIG. 2. �Color online� Reflectivity spectra of VO2/TiO2 �001�
thin films at various temperatures and TiO2 substrates at 300 K.
Below 0.1 eV, because the reflectivity of the substrate is large due
to optical phonons, there is an interference effect between the re-
flection at the substrate and the film.
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signed as a charge-transfer excitation.25 In the metallic
phase, the value of the optical conductivity in the low-energy
region is roughly in accordance with the dc conductivity
��3500 �−1 cm−1 at 300 K�.

In Fig. 4, the number of the effective carriers �Neff����
defined as

Nef f��� �
2m0V

�e2 	
0

�

����d�� �2�

is shown, where m0 is the bare electron mass and V is the cell
volume of the one formula unit. From Neff, the spectral
weight of the Drude-like component at 300 K can be esti-
mated as 0.23 per formula unit. From this value, the plasma
frequency �p and the effective mass m* can be estimated
using a so-called f-sum rule,

	
0

�0

���d� = 1
8�p

2, �3�

where �p is defined as �p
2 =4�ne2 /m*, �0 is taken as the

energy for the upper limit of the contribution of the Drude-
like component �=2.0 eV�, and n is the charge density �=1/V

i.e., one electron per formula unit�. Thus, �p and m* /m are
estimated as 3.3 eV and 4.3, respectively. These values agree
well with those estimated from the peak position of the
energy-loss function Im(−1/����) by assuming its peak po-
sition corresponding to �p /�����,26 where �� is the optical
dielectric constant and estimated as �8 from Re(����) at
�=2.0 eV. The spectra of Im(−1/����) at 300 K has a peak
at 1.15 eV and the �p is estimated as 3.25 eV. From this
consistency, we can say that the obtained mass enhancement
factor m* /m0 should be a reasonable one. For another vana-
dium oxide d1 system Sr1−xCaxVO3, which is metallic at all
temperatures, m* /m0 has been estimated as �3.1 for CaVO3
and �2.7 for SrVO3 from optical measurements.27 Hence,
m* /m0 of VO2 is somewhat larger than that of Sr1−xCaxVO3.
Hence, we can say that the quasiparticle renormalization or
the electron correlation effect in VO2 is stronger than
Sr1−xCaxVO3. This is consistent with the quasiparticle renor-
malization factor Z estimated from photoemission spectros-
copy. They have been estimated as �0.3 for VO2 �Ref. 16�
and �0.5 for Sr1−xCaxVO3 �Ref. 29�, respectively.

Using the value of �p estimated above, we have compared
the optical conductivity at 300 K with the simple Drude
model with various � �scattering rate� in Fig. 5. In the simple
Drude model, the optical conductivity is given by ���
=�p

2� /4���2+�2�. With a larger value of �, the simple
Drude model seems to fit in the higher-energy region. How-
ever, it cannot reproduce the whole line shape of the optical
conductivity with the only one value. This should correspond
to the energy dependence of the �. Then, we introduce the
energy dependence in � and m* /m0 using the extended
Drude model according to Ref. 27. Figure 6 shows ���� and
m*��� /m0 at 300 K above 0.1 eV. As expected from the
comparison with the simple Drude model, ���� increases
with the photon energy and is almost proportional to �,
while the energy dependence of m*��� /m is not so large. A
similar behavior has been observed in other transition-metal
oxides.27,30 However, it seems to be a still open question why

FIG. 3. �Color online� Optical conductivity spectra of VO2 at
various temperatures deduced from the reflectivity spectra of
VO2/TiO2�001� thin films.

FIG. 4. �Color online� Effective carrier number per formula unit
Neff of VO2 obtained by integrating the optical conductivity.

FIG. 5. �Color online� Comparison of the optical conductivity of
VO2 in the metallic phase with the simple Drude model.
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���� is proportional to � rather than �2 as expected from the
standard Fermi liquid theory.

Although the behavior of ������ is commonly observed
in other transition-metal oxides, the value of ���� of VO2 is
somewhat larger compared to Sr1−xCrxVO3. For the case of
VO2, this feature may related to the temperature dependence
of the electronic resistivity. Allen et al.31 have reported that
the resistivity of the single crystal VO2 shows a linear tem-
perature dependence and does not saturate at least up to
840 K. They have estimated the mean free path �3 Å at
800 K and claimed that VO2 might not be a conventional
Fermi liquid. When the mean free path is such small, a de-
scription for the electronic transport by the Boltzmann equa-
tion may be not valid. However, the unexpected small mean
free path is due to the large scattering rate and hence, these
features in the electronic resistivity and the optical conduc-
tivity may be related to the characteristic scattering mecha-
nism in VO2.

Next, we would like to discuss the optical conductivity
spectra in the insulating phase. Figure 7 shows the optical
conductivity spectra of VO2 in the region of the Mott-
Hubbard excitation. The contribution from the higher-energy
peak is subtracted by assuming as shown in the inset. We
would like to note that the peak position of this excitation is
far less than twice of the peak position of V 3d peak of the
photoemission spectra ��1.0 eV�. For example, the dynami-
cal mean field theory predicts that the spectral function of the
half-filled Hubbard model has peaks at �=−U /2 and U /2
corresponding the lower- and upper-Hubbard band, respec-
tively, and that the optical conductivity has a peak at �=U in
the insulating region. In fact, Sr1−xCaxVO3 and V2O3 have
been interpreted within this scheme.27,28 For the case of VO2,
the different d-electron bands, d� and �* bands3 could be
related to this transition. Because the polarization of the in-
cident light is E�c, the occupied d� orbitals cannot transfer
to the nearest-neighbor V atoms along the c axis �See Fig. 8�.
Hence, this structure is assigned to the d-d transfer to the
second-nearest-neighbor V atoms. Furthermore, d� orbitals
between the second-nearest-neighbor V atoms are orthogo-
nal; this structure should be the d�-�

* transition between the
second-nearest-neighbor V atoms.

The spectra in Fig. 7 have the similar line shapes and
show a similar temperature dependence to the photoemission
spectra. Because the optical conductivity spectra in Fig. 3
show almost no temperature dependence around the region
from 2.5 to 3.0 eV in the insulating phase, the same Gauss-
ian function was used to subtract the contribution from the
higher-energy peak for all the spectra in Fig. 7. Hence, this
subtraction procedure does not affect the temperature depen-
dence below 2.5 eV. In the recent photoemission study,16 the
line shape of the V 3d band and its temperature dependence
has been reproduced by the independent boson model and is
attributed to the strong electron-phonon coupling. Using the
independent boson model, the optical conductivity at finite

FIG. 6. �Color online� Energy-dependent mass enhancement
factor m*��� /m0 and the scattering rate ���� deduced from the
extended Drude model.

FIG. 7. �Color online� Temperature dependence of the optical
conductivity of VO2 in the insulating phase in the region of the
Mott-Hubbard excitation after the subtraction of the contribution
from the higher-energy peak.

FIG. 8. �Color online� Configuration between the d� and �*

orbitals. The occupied d� orbitals can transfer to the unoccupied �*

orbitals of the second-nearest-neighbor V atom with the E�c po-
larization, while it cannot transfer to the d� orbitals of the nearest-
and the second-nearest-neighbor V atoms. Thick lines indicate the
unit cell of the rutile structure and thin lines indicate oxygen octa-
hedra. �Note that the unit cell volume in the insulating phase is
twice as that of the rutile structure in the metallic phase.�
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temperature can be written by a similar expression to the
spectral function,32

��� �
�

�
e−gif�2N+1�


l

gif
l

l! 

m=0

l

lCmNm�N + 1�l−m

���� − �i + � f + �i − � f − �l − 2m��0� .

This describes a transition from the initial state i to the final
state f . N is the phonon occupation number, gif is the effec-
tive electron-phonon coupling constant, which is dependent
on the electron-phonon coupling of both the initial and final
states, �0 is the phonon energy, �i and � f are the energies of
the initial and final states, respectively, and �i and � f are the
electron self-energies of the initial and final states, respec-
tively. From this expression, similar temperature dependence
to the photoemission spectra is expected for the optical con-
ductivity. Hence, we conclude that the temperature depen-
dence of the optical conductivity is another evidence for the
strong electron-phonon interaction.

IV. CONCLUSION

We have studied the charge dynamics of VO2 by the op-
tical reflectivity measurements. The optical conductivity

clearly shows a metal-insulator transition. In the metallic
phase, the spectral weight of the Drude-like component and
the mass enhancement factor m* /m0 have been estimated as
�0.23 and 4.3, respectively. This m* /m0 is somewhat larger
than another d1 vanadium oxide Sr1−xCaxVO3. From this, we
have concluded that the electron correlation effect in VO2 is
stronger than Sr1−xCaxVO3. From the extended Drude model,
���� is rather large and almost proportional to �. This would
be related to the characteristic scattering mechanism in the
metallic phase of VO2. In the insulating phase, the broad
Gaussian-like structure has been observed around 1.3 eV.
This would be a d�-�

* transition between the second-nearest-
neighbor V atoms. This structure shows a similar tempera-
ture dependence to the photoemission spectra. We have con-
cluded that this is another evidence for the strong electron-
phonon coupling.
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